Grand Pilin

The Steel Piling Specialist for Earth

NANJING GRAND STEEL PILING CO.,LTD.

MILL TEST CERTIFICATE

ZAEPAASR AR E FFHVRARME, ZERERIAN, FRERESHE, FAUIE

TTE AL The Steel Sheet Piles have been Inspcted by the Quality Control Department FREIIES
Customer Name The Testing Result meet the terms and conditions in the contract and Standard, hereby Certificate No SPJXXG235-14112
Issuing this certificates, more details as below.
g &ES
Telephone Contract No GPAL 130986
mE MR
442 Commidity STEEL SHEET PILING Material $355 HEAR
Standard EN10249-2 Weight Method THEORET I CAL
WER G AT hi{rit 36 HERE SMIR R R ~F
M1 :jﬁl pe % | =8 Chemical Composition Tensile Test Impact Test Surface s
Size e Heat No | Pcs | Wegiht i
Grade . i . Yield Tensile Test Temper: and Conclusion
¢ Si Hin P S Ni Cu cr v Na i O ey Strenght | Strength |Elongation| Sample Dimeions Dimension
ton x107 x107 x107 Rel (Mpa) | Rm(Mpa) A (%) 1 2 3
GPU12-600 | S355 | L9410961( 1028 | 1355 25 [ 20 | 116 21 23 375 567 24 OK OK OK OK OK
GPZ18-700 | S355 | L9410965( 1800 | 2700 24 (22 | 113 25 28 395 581 25 OK OK OK OK OK
1.AERB SRR ERELRY. #%, SHXH.
This Certificate is invalid without the quality seal,or alteration and copying
2. RIER—AER, —NRXHEEF, B—HHREHIIFY
&3 The Certificate is in Duplicate,One is sent to client with shipment, the other is keped by Quality Control Department
e 3 EANERERW, W ERRE
Please Contact our sales if you have any Quality Issues within 10 days
4. BHIEPRIDSHEEDHOBIRRFLURIE.
The sheet piles damaged during transportation and unloading are not within the scope of assurance.
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